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Figure 1. (a) Loliginind squid schooling under ambient lighting in shallow water showing effective camouflage of the large eye
structure. (b) Photograph of squid eye showing relationship of silver tissue to other eye structures. (c) Magnification of 10�
of the eye covering showing texture. (d) Dark-field reflectance micrograph showing complex structure of the silver layer
reflectance, and laminated spindle cells (L. opalescens).
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[1]; (ii) an ordered distribution of layer thicknesses
(a.k.a. ‘chirped’); and (iii) a stack of several single
spatial frequency DBRs with narrow bandgaps on top
of each other resulting in broadband reflection. Nature
has mastered several of these optical structures, for
example, chaotically spaced silver reflectors in fish [2],
chirped bronze-coloured beetle reflectors [3] and silver
butterfly wings that use a colour-additive technique
[4]. Here, we describe for a novel optical and structural
design for a broadband DBR, found in the silvery cover-
ing of squid eyes from the family Loliginidae. This
silvery covering consists of packed spindle-shaped cells
that achieve broadband visible reflectance by creating
a large range of layer thicknesses. The silvery covering
of the squid eye apparently matches the background
radiance of the water column in which the animal is
immersed, thereby hiding the retina by creating the
illusion of transparency (figure 1).

The broadband reflectors found in the squid eye
tissue are densely packed protein-rich spindle-shaped
cells with a refractive index of 1.56 [5] surrounded by
cytoplasm with a refractive index of approximately
1.33 [6]. The optical structure of this eye covering is
intriguingly different from the reported broadband
reflecting structures in fish scales, because the average
size and variation of both the high- and low-refractive
index regions is up to ten times that described in fish
scales, while the difference between high- and low-
refractive index is 0.23 rather than 0.5 (guanine,
found in fish scales, has a refractive index of 1.83) [2].
Therefore, in addition to guanine-based reflectors, evol-
ution has also fostered the formation of proteinaceous
(therefore polymer-based) broadband dielectric
J. R. Soc. Interface
reflectors with layers made from entire cells as a form
of midwater camouflage.

Because periodic or randomized DBRs are specular
reflectors, the incident angle of incoming light is equal
to the angle at which light is reflected and both the
wavelength and the intensity of reflection vary with
angle. However, the shape of the reflectance spectrum
of the squid eye is independent of incident angle,
while the reflected radiance drops slightly at oblique
angles. Random DBRs are frequently examined and
used as optical components such as filters, microcavities
and waveguides, where broadband optical reflection can
be advantageous [7], and understanding this kind of
biological system could lead to inspiration for spindle-
based three-dimensional angle-independent broadband
reflectors (e.g. ellipsoidal three-dimensional photonic
crystals [8]).

For this optical design to behave like a DBR, a large
contrast in refractive index must exist between the cells
and the cytoplasm, which in the case of the non-crystalline
reflectors in squids, probably requires proteins specifically
evolved for optical function. In the tissue covering, the
Loliginid squid eye, this structure achieves refractive
index contrast using cells that are densely and homoge-
neously filled with protein for high refractive index, and
an expanded extracellular space containing mostly water
for low refractive index. We also investigated the biochemi-
cal composition of the high-refractive index component of
this novel reflector, and found a stereotyped protein com-
position, reminiscent of that found in lens cells that also
serve an optical function [9,10]. In this case, the handful
of highly expressed proteins in the tissue is comprised of
reflectin homologues in addition to a novel, highly
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Figure 2. Schematic showing the geometry of the instru-
ment used for changing the angle of incidence and angle of
measurement on the silver tissue.
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hydrophobic protein with implications for the self-assem-
bly mechanisms responsible for forming these DBR
structures.

In the context of their environment, squid eyes seem
particularly inconspicuous given the high contrast
nature of the large, dark pupil in the centre of a silvery
eyeball structure (figure 1a). In this report, we describe
the biological, cellular and optical properties of the
tissue covering the eyes of Loliginid squid (figure 1b),
which serves as a static reflector for optical camouflage.
We focus on the manner in which the long, spindle-
shaped cells in the eye tissue (figure 1c–e) are arranged
to achieve broadband specular reflectance and investi-
gate the details of the reflectance of this tissue in the
context of the radiance fields in which it evolved.
2. MATERIAL AND METHODS

2.1. Animal collection and dissection

Specimens of Loligo opalescens were collected by dip-
netting near commercial light boats (specialized
working vessels used to attract squid) near Ventura,
CA on several occasions throughout 2008 and 2009,
and transporting to UCSB in aerated coolers. They
were maintained in large concrete tanks with running
ambient sea water overnight before use. The animals
were decapitated and the eyes were dissected from the
head. For optical measurements, the intact silver layer
was used. Otherwise, the silver layer covering the eye
was removed with forceps and frozen in RNAlater
(Ambion), or prepared for atomic force microscopy
(AFM) and transmission electron microscopy (TEM)
experiments described below.

2.2. Light microscopy

Cells from the silver tissue were dispersed onto a slide in
sea water and photographed under Kohler, phase and
differential interference contrast (DIC) illumination.
Silver tissue was fixed in 4 per cent paraformaldehyde
and 1 per cent of the nucleic acid stain 40,6-diamidino-
2-phenylindole (DAPI) at 48C overnight. Tissue was
then visualized via fluorescence using a mercury lamp
light source and a filter cube allowing 365 nm excitation
and viewing emission at 420 nm (filter set 02, Zeiss).

2.3. Reflectance spectroscopy

Reflectance measurements of the tissue were conducted
using a USB2000 spectrometer and SpectraSuite oper-
ating software (Ocean Optics, Dunedin, FL, USA).
Using fine forceps, the entire eye’s covering of silver
tissue was delicately removed intact from the eye in a
single circular piece. For specular angle-dependence
measurements, the peeled silver tissue was laid intact
onto a glass slide that was then mounted over the
aperture of a goniometer designed for fibre-optic
spectrometers (Ocean Optics RSS-VA) (figure 2).
Tissue was kept damp with sea water throughout
measurements to maintain relative refractive indices,
as the optical structure is destroyed with dehydration.
Standing water on the surface of the tissue was elimi-
nated immediately prior to the measurement, such
J. R. Soc. Interface
that any possible specular reflections from a damp sur-
face were significantly reduced. Using a circular beam
centred on a quadrant of the silver tissue prep (to
avoid the central pupil hole), a single measurement rep-
resents a spatial average of the entire eye tissue. We
used Spectralon, a diffuse reflectance standard, as the
silver tissue has a significant component of diffuse
reflectance. With three ports, one for incoming light,
one for outgoing light and one to view the sample,
measurements with this instrument are taken by simul-
taneously adjusting the angle of incidence and angle of
observation from 158 to 458. The standard was placed
against the sample port of the goniometer instrument
(Ocean Optics) for measurement when incident light
was at 258 and this measurement used for standardizing
measurements at all other angles. Given the underlying
optical structure we observed, scattered light from the
tissue has both specular and diffuse components and
our measurements account only for the specular com-
ponent. Several eye samples were measured and owing
to the nature of the tissue preparation, absolute reflec-
tances varied by 10–20% from one sample to the
other. As the relative differences in spectra that resulted
from changing the angle of incidence remained constant
across all samples (data not shown), a single repre-
sentative set of spectra is presented to illustrate the
important features described.
2.4. Transmission electron microscopy

For TEM, 3 � 3 mm squares of the silver eye tissue
layer were fixed in 2 per cent glutaraldehyde in sea
water overnight at 48C, desalted via graded dilutions
of phosphate-buffered saline and then post-fixed in
2 per cent OsO4 for 15 min at room temperature.
Samples were then dehydrated through a graded series
of ethanol and acetone, and embedded in low-viscosity
Spurr’s resin according to the manufacturer’s instruc-
tions (Electron Microscopy Sciences, Hatfield, PA,
USA). Ultrathin samples (ca 100 nm) were cut on a
Leica microtome onto copper grids and imaged on a
JEOL electron microscope. The orientation of the sec-
tion to the knife was such that the face plane of the
section was perpendicular to the long axis of the cells,
to obtain the photonic geometry experienced by a
photon with normal incidence to the external surface
of the eye. An interpretation of this three-dimensional
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reconstruction is shown as a video in electronic
supplementary material.

2.5. Atomic force microscopy

For AFM of the separated cells, fresh tissue was gently
dispersed with forceps in a drop of sea water placed on a
poly-L-lysine-coated glass slide. This process causes
thousands of transparent cells to delaminate and
settle over the slide. The cells were allowed to adhere
to the poly-L-lysine for 1 h, and then washed vigorously
with sea water from a laboratory wash bottle to remove
any unadhered cells. Tapping-mode AFM in sea water
using an Asylum MFP-3D-BIO AFM with a silicon
nitride cantilever having a spring constant of
0.08 N m21 was used to image the adhered cells.

2.6. Electrophoresis, western blotting and
amino acid analysis

One-dimensional sodium dodecyl sulphate–polyacryl-
amide gel electrophoresis (one-dimensional SDS–
PAGE in the presence of detergent) was performed
under protein-denaturing conditions on silver tissue
extracted and clarified in Laemmli buffer with 2 per
cent b-mercaptoethanol. Samples were loaded onto a
10–20% gradient polyacrylamide gel (Invitrogen) in
tris-glycine buffer. The resulting electrophorogram
was electroblotted onto a polyvinylidene fluoride
(PVDF) membrane in Towbin transfer buffer and
blocked with 3 per cent bovine serum albumen in phos-
phate buffered saline þ tween (PBST). The blot was
then incubated with the primary antibody to L. opales-
cens dermal reflectin 1A diluted 1 : 1000 in blocking
solution overnight at 48C [11]. The blot was washed
in PBST three times and then incubated with
horseradish peroxidase-conjugated goat-antirabbit sec-
ondary antibody in blocking solution in a 1 : 20 000
dilution for 1 h. The membrane was washed in PBST
and developed with luminol solution (Pierce) and
exposed to film [11].

Amino acid composition of these proteins was then
determined with a Beckman autoanalyser. A one-dimen-
sional SDS–PAGE gel electrophoresis, prepared as
above, was electroblotted onto PVDF, which was then
stained with Coomassie blue to visualize protein bands.
Bands of interest and an unstained negative control
region of the membrane were excised with new razor
blades from the membrane. Membrane fragments were
subjected to complete acid hydrolysis under vacuum and
loaded in the autoanalyser according to themanufacturer’s
instructions. Because there was glycine in our electrophor-
esis buffer, all glycine values were corrected for the glycine
content of a blank membrane control sample.

2.7. Optical modelling

The modelling program was generated in Matlab
(MathWorks, Natick, MA, USA) and uses the general
transfer-matrix method to calculate specular reflectance
from a one-dimensional stack of alternating high- and
low-refractive index elements [12] (hereafter called
‘layers’). Transfer-matrix modelling is a simple and ele-
gant technique that provides an exact electromagnetic
J. R. Soc. Interface
solution using Fresnel coefficients for specular trans-
mission and reflection of light from parallel stacks of
infinite planes. We assumed each layer to be homo-
geneous and non-absorbing with respect to optical
density and the incoming light to be unpolarized. To
account for partial incoherence in the specular reflec-
tions caused by small inhomogeneities on the surface
of each layer, we adjusted the phase components
of the Fresnel coefficients with terms representing
Gaussian-distributed fluctuations about a ‘roughness
factor’ Z [13,14]. These adjustments are typically used
to reduce either undetectable or suppressed Fabry-
Perot oscillations caused by multiple coherent
reflections within layers with thicknesses greater than
the incident wavelength. Models similar to this have
been used in other work such as those studying chaotic
fish scale reflectors and ordered Bragg reflections in
cephalopod skin [2,15]. Using the transfer-matrix
model, we can gain insights into how the distribution
of layer thicknesses in the silver reflector stack affects
the specular reflectance at any incident angle.

Model input parameters were number of layers,
distribution of layer thicknesses with alternating high-
and low-refractive index within the stack, refractive
indices of these layers, angle of incidence and the rough-
ness factor Z. The number of layers was chosen such
that, given a particular distribution with a defined
mean and variance, the total thickness of the stack
was 550 mm (the thickness of our fixed silver tissue
samples). Assigning Z as 5 nm (root mean square size
of inhomogeneities in layer thickness) in the model
best matched our reflectance measurements of the
tissue and seems reasonable because the interfaces of
the cells with the extracellular matrix are relatively
smooth. Values of refractive index were chosen based
on previous research [5,16] as 1.56 for cells densely
filled with protein and 1.33 for the extracellular space
around them. Noisy coherent reflections were made
more realistic by averaging modelled spectra over 50
separate calculations.

The statistical variations in layer thicknesses of the
cells (high refractive index) and the extracellular
matrix (low refractive index) of the composite silver
tissue were separately determined by analysing TEM
images of the reflector stacks. These images were
scaled to binary contrast and noise was reduced using
a median filter with a 3 � 3 pixel range. Matlab code
was written to measure the number of black and
white pixels comprising regions of high- and low-
refractive index of the tissue along many vertical lines
in the adjusted TEM images (figure 3a). After the
pixel counts were scaled to thicknesses in nanometre,
the program then compiled the resulting histogram
(figure 3b) and the skewed histograms were fit to
gamma probability density functions with parameters
a and b defined by the equation:

f ðx; a;bÞ ¼ xa�1 e�x=b

GðaÞba :

This distribution was found to have the best fit to
the data when compared with other distribution
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tical transects through the image, simulating a normal angle of incident light. (b) The spatial components obtained from these
vertical transects were then pooled [represented by the red (nh) and blue boxes (nl)], and their resulting spatial distributions fit to
two different gamma distributions—one for high index regions, and the other for low index regions—as shown by the red and blue
bars. The fit components of the gamma distributions are also shown in this panel. (c) Thicknesses were chosen from a gamma
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and were chosen with frequencies dictated by the respective gamma-fit distributions. This panel shows a schematic of mathemat-
ics involved in the transfer-matrix method, with k representing the layer being modelled, t representing the components of the
transfer matrices and E represents the electric field at each interface.
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functions typically used to fit skewed histograms such
as normal, lognormal, logistic, log-logistic, Weibull
and Birnbaum–Saunders. For gamma distributions,
the mean is mathematically defined as a � b and the
variance as a � b2. The parameters a and b resulting
from TEM image analysis were then used to generate
distributions of high- and low-refractive index layer
thicknesses. Random choices of high and low thick-
nesses from these distributions were then used for the
reflectance modelling.

To examine the effect a changing tissue transect angle
has on reflectance, and thereby study the way in which
reflectance from the silver tissue might change as the
animal changes orientation, TEM images were rotated
clockwise from 08 to 908 and the same vertical transects
were drawn in each rotated image. For these models, inci-
dent light was always maintained at an incoming angle of
08 to the unrotated tissue and therefore always perpen-
dicular to the new set of layer thicknesses (figure 4).
New histograms were calculated as a function of image
rotation and the resulting values, a and b, were input
into the modelling program. To further investigate our
inferences about the biological structure’s optical design,
J. R. Soc. Interface
structural models were created in Adobe Illustrator using
rectangles and a geometrical football shape called a
vesica piscis to graphically represent the spindle-shaped
cells. The shapes were then systematically varied in size
and orientation (rotated from 2258 to 258) and subjected
to the same analysis as the TEM images.
3. RESULTS

3.1. Light microscopy

The silver eye tissue comprises long, flat, thin, feature-
less cells (figures 5 and 6). Cell maximum widths and
maximum thicknesses were relatively consistent at
around 5 and 1 mm, respectively, but cell length
varied greatly, from around 5 to 100 mm (averaging at
approx. 60 mm). Under DIC illumination (figure 5a,b),
these cells were featureless, with no apparent nuclei or
other large organelles. Phase illumination of the cells
produced a large, bright phase halo (figure 5c),
suggesting that the cells had a high average refractive
index, and no subcellular structures could be visualized
even at high magnifications. DAPI staining and

http://rsif.royalsocietypublishing.org/


0

0.4

0.8

1.2

1.6(a) (b)

1 2 3 4 5 6

co
un

t d
en

si
ty

 (
µm

–1
)

width (mm)

0º 50º 90º

0

20

40

60

80

100

400 450 500 550 600 650 700 750
wavelength (nm)

m
od

el
le

d 
re

fl
ec

ta
nc

e 
(%

)

representative transect 
used for distribution

Figure 4. Effect of rotating the viewing angle in a horizontal plane around the animal. (a) Progression of histograms resulting
from rotation of the TEM image with constant normal illumination. Filled red circles, 08 nh; filled blue circles, 508 nh; filled
green circles, 908 nh; open red circles, 08 nl; open blue circles, 508 nl; open green circles, 908 nl. (b) The resulting static modelled
reflectance data are constant with rotation of the structure under a constant illumination, showing that as a predator rotates
around a squid, the eye will remain hidden. Red line, 08; blue line, 508; green line, 908.

6 7 8 9 10
1

2
3

40.2

0.4

0.6

0.8

1.0

1.2

µm

µm

µm

1 3 4 5

0

(a)

10 µm 100 µm

100 µm

(b)

(c) (d)

2

Figure 5. (a) 1000� DIC-illuminated light micrograph of silver tissue showing the spindle-shaped cells that comprise the silver
tissue delaminated on a slide. Notice that the spindle-shaped cells are completely featureless and appear to lack nuclei in this
view. (b) 100� DIC-illuminated light micrograph showing length distribution of the spindle-shaped cells. (c) 100� phase contrast
illumination showing a bright phase halo around each spindle-shaped cell, indicating high refractive index. (d) Three-dimensional
height profile of a single cell obtained by AFM.
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Figure 6. DAPI staining of silver tissue cells. (a) Dark field illumination; (b) DAPI fluorescence; (c) overlay of images (a,b). Nuclei
are found interspersed throughout the tissue, but are located outside the spindle-shaped cells, and not inside them.
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fluorescence microscopy of the tissue showed that while
there were brightly staining nucleic acid-containing
bodies in the tissue, they were all apparently extracellu-
lar (figure 6). These nucleic acid-rich masses were
approximately 5 mm in diameter, suggesting the possi-
bility that they may be nuclei extruded from the
featureless, spindle-shaped cells.

3.2. Atomic force microscopy

AFM of unfixed tissue allowed us to measure the true
physical thickness of the spindle-shaped structures in
the absence of the optical artefacts introduced in light
microscopy or the fixation artefacts introduced in
TEM. AFM showed the maximum physical thickness
of the spindle-shaped structures to be approximately
1.2 mm (figure 5d), consistent with the dimensions
observed in TEM. Therefore, we did not consider poss-
ible tissue shrinkage owing to dehydration involved in
processing tissue for TEM in our models.

3.3. Transmission electron microscopy

TEM of the tissue revealed packed, electron-dense
spindle-shaped structures with an unstained region of
relatively constant width separating them. The length
of these spindle shapes observed in TEM was consistent
with the cellular dimension perpendicular to the longest
axis of the cells observed via light microscopy
(figure 7a). Structures similar to this have been pre-
viously reported as ‘platelets’ in the eyelid of the
Loligo forbesi, and a similar reflector was described
lining one of the photophore types in the squid Ptery-
gioteuthis microlampas [5,16]. The cells tended to be
packed with the longest axis roughly parallel to the sur-
face of the animal (see electronic supplementary
material for a rendering of the three-dimensional pack-
ing of the cells). These micrographs showed that,
consistent with their homogeneous appearance under
DIC and phase illumination, the structures are uni-
formly filled with osmophilic, electron-dense material.
These structures appeared to be bounded by a cell
membrane, consistent with them being cells or packets
of former cells (figure 7b).

Dispersed throughout the tissue, in between the
densely staining spindle-shaped structures, were
roughly spheroidal structures (figure 7c) consistent
with the DAPI-stained material observed in fluor-
escence microscopy (figure 6) and consistent with the
cell nuclei extruded from the spindle-shaped packets.
J. R. Soc. Interface
To confirm that nuclei are exclusively located outside
of the transparent spindles in this tissue, further work
with confocal microscopy would be required.

At the distal outer edges of the eye, there is a dis-
tinctly green rim where the silver tissue inserts into
the cartilaginous support tissue of the eye. In TEM,
this region of the eye revealed loosely ordered, densely
staining platelets approximately 70 nm thick
(figure 7d), reminiscent of the reflector structure
found in the Euprymna scolopes light organ [17].
3.4. Reflectance spectroscopy and optical
modelling

The measured specular reflectance in the visible
wavelength regions is flat over incident angles 158–308
with intensity that varies by 25 per cent (figure 8a).
We modelled this effect using a one-dimensional
transfer-matrix model incorporating randomly varying
gamma-distributed layer thicknesses of high (mean¼
1.06 mm, variance¼ 0.55 mm) and low (mean¼ 0.56 mm,
variance ¼ 0.14 mm) refractive index (figure 8b). Incor-
porating partial incoherence owing to scattering in
the model results in an overall decrease in reflectance
as well as a disproportionate decrease at shorter
wavelengths. In the modelled spectra, the per cent reflec-
tance of the structure is primarily dependent on the
number of cells stacked together—a value which is deter-
mined by the thickness of the tissue, as well as the angle of
incidence of incoming light. In accordancewith the reflec-
tance measurements of the tissue, the shape of the
broadband reflectance in our model of specular reflec-
tance is independent of the angle of incidence up to 858
(data from 408 to 858 not shown) while the intensity
varies little from 08 to 408 (figure 8b). The dependence
of the modelled spectra with wavelength is comparable
with the measured spectra. This portion of the modelling
and measurement represents a viewer and illuminant
both rotating at equal angles from the normal (as defined
by specular reflection) in the lateral plane around
the animal.

To explore the geometrical differences between a
two-dimensional stack of these spindle shapes from a
stack of infinite planes, we compared the layer thickness
distributions from rotated transects of a stack of parallel
planes with those of the TEM images of the packed
cells. The means and variances of fitted gamma distri-
butions of these two images begin to depart
significantly at approximately 508. Thus, while our










